
R1, R3 = Ar, COOR'; n = 1, 2
R2 = H, Ph, Me; R4 = H
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Selected examples

Proposed mechanism

72%74%83%82%

CO2

HOOC COOH

F3C CF3

HOOC COOH

O

O
EtOOC

HOOC

COOEt

COOH
HOOC

COOH

O

OO

H2
C

H2
C

OO

O

Ph

O

Ph
6 6 n

Mn = 28900 g mol−1, Mw/Mn = 1.92

Tg = 32.5°C 

UV shielding factor: 23.802

Polymerization
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